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Effects of Peripheral Architecture on the Properties of Aryl
Polyhedral Oligomeric Silsesquioxanes
Gregory R. Yandek,*,† Brian M. Moore,† Sean M. Ramirez,‡ and Joseph M. Mabry*,†

†Rocket Propulsion Division, Air Force Research Laboratory, Edwards AFB, California 93524, United States
‡Rocket Propulsion Division, Air Force Research Laboratory, ERC, Inc., Edwards AFB, California 93524, United States

ABSTRACT: The effects of the peripheral architecture on the
macroscopic properties of eight symmetric and asymmetric
aryl polyhedral oligomeric silsesquioxane (POSS) molecules
are described. These POSS materials were synthesized in our
laboratory and characterized by single-crystal and powder X-
ray diffraction techniques, as well as differential scanning
calorimetry, thermogravimetric analysis, mass spectrometry,
and Fourier transform infrared spectroscopy. The peripheral
aryl architecture, although similar in most cases, was found to
significantly influence observed thermally induced phase
transitions, mass loss during decomposition, and heat capacity.
These properties are correlated to POSS assembly, molecular
interactions, and the specific attributes of peripheral structure
and connectivity to the inorganic core.

■ INTRODUCTION

Polyhedral oligomeric silsesquioxanes (POSS1) have influenced
a spectrum of applications2−12 due to their hybridized organic
and inorganic character as well as a unique versatility in their
synthesis, providing diversity in molecular structures. Such
diversity is rooted in the flexibility to manipulate the organic
periphery and the size of the POSS core, where specific tuning
for a particular application can be accomplished. The organic
periphery is known to affect POSS dispersion in host materials,
which dictates delivered composite properties.13,14 For the
purpose of fabricating polymer nanocomposites (PNCs), the
periphery may be designed to interact with the polymer host,
either covalently or noncovalently. Dispersion of POSS in
PNCs is generally best achieved when POSS is either covalently
bound to the polymer or there is an alternative form of
interaction,15 particularly when the periphery is electronically
similar to the polymer host.13,16 The size of the organic
periphery also plays a role in dispersion, especially when the
host polymer is nonpolar, where larger organic groups mitigate
unfavorable interactions between the host and the hydrophilic
inorganic core.17,18

In terms of the relationship between POSS structure and
macroscopic properties, the nature of the organic periphery has
been observed to affect molecular packing, phase transitions,
and thermal properties. In general, POSS molecules are
inherently thermally stable and are often utilized to improve
the temperature robustness of polymer hosts. However,
relatively few reports address the intrinsic thermal stability of
individual POSS compounds and the effect of structure on
degradation mechanisms.19−22 Notably, Fina et al. demon-
strated through thermogravimetric analysis (TGA) experiments

that the POSS periphery plays a significant role in thermal
stability; that is, aromatic moieties impart superior stability to
those that are aliphatic, attributing the contrasting behaviors to
the intrinsic stabilities of these organic groups.19 Specifically,
POSS molecules featuring an aliphatic periphery were shown to
volatilize as a function of molecular weight, independent of
atmosphere, at temperatures between 150 and 350 °C, leaving
little ultimate residue. Aryl-functionalized POSS compounds,
on the other hand, have been shown to be thermally stable in
excess of 350 °C, leaving substantial residue in nitrogen,
suggesting that chemical degradation is the dominant mass loss
mechanism. From the perspective of bond strengths, the Si−C
bond, which universally links the Si atoms to the organic
corona, is reported to possess a similar value to that of the C−C
bond.23,24 Therefore, the contrasting thermally induced mass
loss behaviors of aliphatic and aryl POSS cannot be solely
explained by quantitative bond disassociation energies,
suggesting that thermal stability may also be dependent on
molecular assembly, characterized by packing density, binding
energy, interperiphery interactions, and solid−liquid phase
transitions. In the present case, the high melting point of aryl
POSS may be significantly attributed to aromatic interactions
according to van der Waals bonding between phenyl groups.
In terms of the specific application of utilizing inert POSS

molecules as additives in polymer hosts, aliphatic varieties (i.e.,
octamethyl, octaisooctyl, octaisobutyl, and octacyclohexyl) have
been shown to act as plasticizers, heterogeneous crystallization
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nucleation sites,17,25 toughening agents,26 and thermal stability
promoters in thermoplastic olefins.27 Similar successes have not
been achieved in high temperature, aromatic engineering
thermoplastic hosts using nonreactive aryl POSS compounds,
such as octaphenyl and dodecaphenyl POSS. These molecules,
unlike their aliphatic counterparts with reasonably low melting
points, exist as crystalline powders, ranging in particle size from
1 to 100 μm. Their crystals possess high binding energies,
resulting in melt transitions at temperatures in the vicinity
where degradation transpires, thus compromising the use of
melt blending techniques. These types of POSS are also
resistant to solvation by low molecular weight liquids. Because
of these characteristics, effective dispersion of these compounds
has proven difficult. Recently, we reported four new aryl POSS
compounds that are peripherally asymmetric to circumvent this
shortcoming.28 These compounds demonstrate enhanced
solubility and high temperature polymer miscibility character-
istics, without sacrificing absolute peripheral aromaticity. The
effects of aryl architecture on the bulk properties of these
compounds and other previously reported aryl POSS materials
are not completely understood. This work seeks to unveil
correlations between the peripheral framework of inert aryl
POSS molecules, assembly and packing efficiency, and thermal
properties, for the purposes of advancing the efficiency of
molecular design and the fabrication of high performance
PNCs as well as other applications.

■ EXPERIMENTAL DESCRIPTION

Materials. Phenyl7Si7O9(OH)3 was obtained from Hybrid
Plastics, while additional silicon-containing organic compounds
were purchased from Gelest. All remaining chemicals were
purchased from Aldrich. Chemicals were used without further
purification unless otherwise noted. All reactions were
performed under an atmosphere of dry nitrogen. Flasks were
oven-dried and allowed to cool under nitrogen prior to use.
The procedures used to synthesize all trichlorosilanes used in
this study are reported in our previous work.28 Octabenzyl
POSS23 (6) was synthesized according to a previously
published method consisting of the hydrolytic condensation
of benzyl trichlorosilane.29 Octaphenethyl POSS (7) was
synthesized through the pressurized hydrogenation of octastyr-
enyl POSS using palladium on carbon as the catalyst. Octa(1-
naphthyl) POSS (8) was synthesized using a published
literature method from 1-naphthyltrichlorosilane starting ma-
terial.30

Synthesis of Aryl POSS Compounds. POSS compounds
1−5 were synthesized by the “corner-capping” of
Ph7Si7O9(OH)3 with aryl-trichlorosilanes (Figure 1).28 In
general, under a dry nitrogen atmosphere, Ph7Si7O9(OH)3
(19.7 g, 0.021 mol) was dissolved in THF (150 mL). To
this, a solution of R-trichlorosilane (5.6 g, 0.022 mol) in THF
(50 mL) was added slowly, where R = phenyl (1), 1-naphthyl
(2), 2-naphthyl (3), 9-phenanthrenyl (4), and 1-pyrenyl (5).
To this mixture, a dilute triethylamine (6.8 g, 0.068 mol)
solution in THF (100 mL) was added over a 90 min period
under vigorous stirring, and the reaction was allowed to
proceed overnight. The solution was then filtered, and the
volume was reduced under dynamic vacuum. Ether was then
added, and an aqueous workup was performed. The solution
was again reduced under vacuum, and the remaining oil was
dissolved in THF. The solution was precipitated in methanol
and then filtered.

The chemical structures of POSS compounds 1−8 are shown
in Figure 1 for reference. In the remaining text, these
compounds will be referred to by their assigned numbers.

POSS Structural and Chemical Analyses. Purity,
structural integrity, and elemental assays were determined by
nuclear magnetic resonance (NMR) spectroscopy, combustion
analysis, and single-crystal or powder X-ray diffraction (XRD),
where applicable. 1H, 13C, and 29Si NMR spectra were obtained
on Bruker 300 and 400 MHz spectrometers using 5 mm o.d.
tubes. Sample concentrations were approximately 10% (w/v) in
CDCl3 and were referenced to internal solvent. A 15 s delay
was used to acquire 29Si NMR spectra. Combustion analysis
was performed by Atlantic Microlab, Inc. For XRD, powder
samples were loaded into 1 mm diameter quartz capillary tube
(Mark-Röhrchen) for measurement. Powder diffraction for
each compound was collected at T = 298.0 (K) using a Kusing
Bruker 3-circle, SMARTAPEX CCD with the c-axis fixed at
54.748, running on SMART V 5.625 program (Bruker AXS:
Madison, 2001). Graphite monochromated Cu Kα (λ =
1.54179 Å) radiation was employed for data collection, which
was analyzed using XRD2 Eval (Bruker APEX 2).

POSS Thermal Analyses. TGA was performed using a TA
Instruments Q5000 under nitrogen and air atmospheres at a
purge rate of 25 mL/min and variable temperature scan rates
from ambient depending on experiment type. In general, 3 mg
of each sample was tested in platinum pans. In some cases, a
Pfeiffer Vacuum ThermoStar Gas Analysis System was utilized
to facilitate mass spectrometry of the gaseous byproducts from
TGA. The system consists of a heated (170 °C) quartz capillary
interfaced with the Q5000 chamber, which in turn is connected
to the ThermoStar. A vacuum system pulls the gaseous
decomposition byproducts through an ionization source, where
electron bombardment occurs, followed by ion separation
through the quadrupole mass filter, ultimately undergoing
analysis by the ion detection system. Bargraph cycle scans ran
for all of the experiments consisting of a repeating detector
sweep of m/z in the range of 1−199 amu. Customized software
was used to analyze the bargraph cycle scan data. Non-
isothermal standard differential scanning calorimetry (DSC)
was performed on a TA Instruments Q200 coupled with an
RCS90 refrigeration cooling system under a nitrogen purge of
50 mL/min and a scan rate of 10 °C/min. Standard aluminum
pans were employed containing 5 mg of sample and an empty
reference for each experiment. Reversing and nonreversing heat
flows were decoupled using modulated differential scanning

Figure 1. Chemical structures and numbering assignments for the aryl
POSS molecules used in this study. The numbers 1 or 8 located within
each aryl group indicate the quantity of that group in the peripheral
architecture of the designated molecule. Eight denotes symmetry,
while 1 represents asymmetry with the variant aryl moiety R shown
(the other seven groups in the periphery are phenyls).

The Journal of Physical Chemistry C Article
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calorimetry (MDSC) on the Q200 instrument. For this
technique, standard aluminum Tzero pans were utilized
containing 10 mg of sample and an empty reference. Because
conductivity through the sample from the DSC cell surface is
affected by porosity, the powders were compressed in their
respective pans to achieve consolidation. The sample was
initially equilibrated at 0 °C. Subsequently, the temperature was
modulated at amplitude of 1 °C and a period of 100 s. During
modulation, an average linear heating rate of 2 °C/min ramping
to 500 °C was imposed. The heat capacity of the sample was
determined from the reversible component, or in-phase
component, of the heat flow. Fourier transform infrared
spectroscopy (FTIR) was performed using a Thermo Electron
Corporation Nicolet 6700 in transmission in the IR wave-
number band 400−4000 cm−1. Sample preparation entailed
cogrinding anhydrous potassium bromide and the material of
interest at a ratio of 20:1 followed by compression of the
resultant mixture in a hand-held International Crystal
Laboratories press to form 0.25 in. diameter disks. For analysis
of residues resulting from POSS decomposition, 20 mg of
virgin POSS was soaked at each temperature of interest in
either nitrogen or air in the TGA furnace for 30 min. Because
of their hygroscopic nature, resultant residues were kept dry in
an oven until further use.

■ RESULTS
Nonisothermal DSC at a scan rate of 10 °C min−1 was utilized
to examine the presence of crystallinity in compounds 1−8.
Observed melting endotherms and their statistical character-
istics are shown in Figure 2. Despite the symmetry of 1, it does

not exhibit a first order transition between 0 and 500 °C. Broad
endotherms of relatively weak intensity were detected for 2 and
3, centered at 442 and 447 °C, respectively. Compounds 4 and
5, on the other hand, despite their asymmetry, exhibit sharp,
more intense endotherms characteristic of crystal melting at
416 and 467 °C, respectively. Because this behavior was not
immediately intuitive, we revisit these observations in the
Discussion. Expectedly, 6 and 7 demonstrate melting
endotherms at 164 and 78 °C, respectively. The length of the
hydrocarbon bridge between the silicon vertex and the

terminating phenyl group exerts an effect on the observed
transitions in that the longer bridge of 7 reduces the energy
required for solid−liquid transition. Finally, 8 exhibits a sharp
melting endotherm at 348 °C.
Weight loss profiles of symmetric POSS compounds 1 and

6−8 as measured by TGA at a scan rate of 10 °C min−1 are
plotted in Figure 3 for anaerobic decomposition and in Figure 4

for aerobic decomposition. In an inert atmosphere, weight loss
for all compounds proceeds rapidly after initiation and appears
to be a predominately single step process prior to mass
equilibrium, leaving little ultimate residue at 800 °C, with the
exception of 8. As mentioned earlier, 6−8 demonstrate crystal
melting transitions by DSC. Therefore, weight loss is likely to
occur for these compounds by evaporation dependent on their
molecular weights. Accordingly, the temperature at which
weight loss is initiated proceeds in the order 6 < 7 < 8.
Compound 1 does not fit this trend because it possesses the
lowest molecular weight but loses mass at higher temperatures
than those witnessed for 6 and 7. Again, no melting point was
measured for 1, so it appears that mass loss occurs rapidly after
initiation through a sublimative process, commencing at 480

Figure 2. Melting endotherms (standard mode) for compounds 1−8
measured at a heating rate of 10 °C/min. Peak temperatures and
corresponding integrated enthalpies are shown.

Figure 3. Weight loss profiles for symmetric POSS compounds 1 and
6−8 as a function of temperature under anaerobic conditions (scan
rate, 10 °C/min).

Figure 4.Weight loss profiles for symmetric POSS compounds 6−8 as
well as 1 as a function of temperature under aerobic conditions (scan
rate, 10 °C/min).

The Journal of Physical Chemistry C Article
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°C. This was confirmed by NMR characterization of condensed
sublimate, which indicated structural integrity after volatiliza-
tion. The remaining substantive residue of 8 at 800 °C, after
decomposition, was dark in color. This result suggests at least
partial organic character, the occurrence of which may be
explained by the relatively high temperature at which the
compound boils. Above 500 °C, chemical degradation may
dominate over evaporative mass loss, accompanied by a cross-
linking process between aromatic groups during carbonization,
releasing hydrogen.
In an oxidative atmosphere, the mass loss profile of 1 exhibits

no quantitative differences. However, degradation of 6 and 7
begins at 240 and 195 °C, respectively, considerably earlier than
observed under anaerobic conditions. Rather than a single rapid
weight loss event, loss proceeds in a more gradual, multistep
fashion, leaving relatively higher char residues (∼40%) at 800
°C due to their comparatively higher degree of intrinsic cage
content, which likely converts to SiO2. Degradation is expected
to occur through oxidation of the alkyl spacers between the
inorganic core and the exterior phenyl groups. Comparing the
lengths of the alkyl spacers of 6 and 7, the former is more
thermally stable due to the shorter methylene bridge between
the cage and the phenyl groups. Compound 8 again exhibits
mass loss above 400 °C but occurs by a more pronounced two
step process with evaporation likely dominating at lower
temperature and chemical degradation dominating in the
second step at higher temperature.
A parallel analysis of asymmetric POSS compounds 2−5 is

presented in Figure 5 for anaerobic and Figure 6 for aerobic

decomposition. In an inert atmosphere, mass loss occurs
generally via a two-step process. The magnitudes of the initial
weight loss event appear in the following descending order: 5 >
4 > 3 > 2. At first glance, this trend also appears to be a
function of the size of the disparate moiety. Although 2 and 3
possess mononaphthyl functionality, which contrasts only in
terms of connectivity to the core, the magnitudes of their initial
mass loss events differ substantially.
Mass loss profiles for 2−5 and 1 in an oxidative atmosphere

are plotted against temperature in Figure 6. Two distinct events
are again witnessed for each peripherally asymmetric
compound. The distinction between the two events is further

illustrated in Figure 7, highlighted by mutually exclusive peaks,
where the weight loss rate is plotted against temperature. In

general, the first event is characterized by a high rate of mass
loss as a function of temperature (greater profile slope) with a
relatively narrow loss rate peak, while the second event is
broader, more gradual, and lower in intensity. We postulate
here that the first weight loss event is dominated by molecular
sublimative or evaporative processes, depending on the phase
of the material, and the weight loss of the second event
occurring at higher temperatures is largely due to chemical
degradation. Comparing anaerobic and aerobic weight loss for
the asymmetric POSS compounds, it is evident that the latter
environment truncates the first mass loss event perhaps due to
oxidative attack in the vicinity of 450 °C. This effect is most
pronounced for 4 and 5 and is likely due to the earlier onset of
cross-linking reactions concomitant with oxidative attack of
hydrogen atoms possessing higher relative reactivity on the
phenanthrene and pyrene groups.
Examination of the quantitative details of the mass loss

profiles of 1−8, presented in Table 1, provides evidence
pertaining to the mechanisms of the mass loss events detected

Figure 5. Weight loss profiles for asymmetric POSS compounds 2−5
as well as 1 as a function of temperature under anaerobic conditions
(scan rate, 10 °C/min).

Figure 6. Weight loss profiles for asymmetric POSS compounds 2−5
as well as 1 as a function of temperature under aerobic conditions
(scan rate, 10 °C/min).

Figure 7. Weight loss rate profiles for asymmetric POSS compounds
2−5 as a function of temperature under aerobic conditions (scan rate,
10 °C/min).

The Journal of Physical Chemistry C Article
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by TGA. In the first set of experiments, the equilibrium product
residues from anaerobic decomposition were oxidized to
determine POSS cage content, with the assumption that cage
loss occurs only during sublimation and evaporation processes
and not during chemical degradation, which should proceed
through the organic periphery. Theoretical SiO2 yields for 1−8
after oxidation of the products resulting from anaerobic
decomposition were calculated using the following mass
balance equation:

= − × ×M MSiO ( )
416.8 g/mol

MW
1.153552,theor i s (1)

where Mi represents initial POSS mass, Ms is POSS mass due to
sublimation/evaporation, the factor 416.8 g mol−1/MW (POSS
molecular weight) represents the weight fraction of SiO1.5 in
the molecule, and 1.15355 is a constant representing
stoichiometric conversion of SiO1.5 to SiO2. Upon comparison,
the theoretical SiO2 yields are in good agreement with those
measured after residue oxidation. Imperfect precision for
certain compounds is attributed to sublimation/evaporation
occurring concurrently with chemical degradation in the late
stages of the first mass loss event.
In the second set of experiments, the mass balance eq 1 is

applied to the aerobic decomposition processes of 1−8. After
correction due to sublimative/evaporative mass loss during the
first event, theoretical SiO2 yields are in more precise
agreement with the experimental yields as compared to the
anaerobic analysis due to the higher degree of separation
between the two mass loss events influenced by oxidation. The
hypothesis postulating the mechanisms of the two mass loss
events appears to be supported by this analysis.
Further TGA analysis was performed on 2 to elucidate the

effects of heating rate on the two distinct events witnessed
previously during anaerobic mass loss, the results of which are
shown in Figure 8. Five heating rates were imposed on samples
possessing equivalent mass (5 mg), that is, 1, 5, 10, 20, and 40
°C min−1. Examination of the peaks of the first derivative
functions of the mass loss profiles (rate of weight loss) reveals
that with increasing heating rate, the first loss event, dominated
by sublimation/evaporation, diminishes in intensity and shifts
to higher temperatures. The second mass loss events increase in
intensity with heating rate. Compound 2, when exposed to a 1
°C min−1 heating ramp, results in the lowest ultimate char
residue, at approximately 40%. Ramps of 5 and 10 °C min−1

expectedly increase the residue mass to above 65% due to a
greater role of degradation over sublimation/evaporation.
However, this trend does not continue with 20 and 40 °C

min−1 heating rates, perhaps due to higher degrees of peripheral
group scission from the inorganic core overcoming inter-
peripheral chemical reactions.
Mass spectrometry of the gases evolved from anaerobic

thermal decomposition of 2 was performed during an imposed
heating rate of 10 °C min−1. The relative intensities of m/z
ranging from 1 to 199 detected during the temperature sweep
are mapped in two-dimensional form in Figure 9. The mass loss
and mass loss rate curves are also overlaid on the plot. As stated
previously, a mass loss event centered at 400 °C resulting in
20% sample reduction occurs, but no ions outside of the
baseline are detected during this event despite its quantitative
significance. This observation further substantiates the idea that
this event is dominated by sublimation/evaporation. The mass
spectrometer is interfaced with the TGA furnace by a long
quartz capillary that is heated to a maximum of 190 °C. Intact
POSS molecules flowing in the sampling gas stream are
expected to condense on the relatively cold walls of the
capillary before reaching the ionization current. Over time, this
condensation was found to block the capillary restricting
achievement of adequate vacuum.
Weak detection of benzene centered at 78 m/z (the signal is

magnified through custom software) beginning at ∼400 °C
during the sweep suggests minute cleavage of phenyl groups
from the inorganic core. Signals in the m/z ranges 31, 37−39,
49−52, and 73−79, characteristic of the mass spectrum of
benzene, appear in significant intensity during the second mass
loss event, further confirming the occurrence of chemical
degradation. In addition to benzene, the presence of

Table 1. TGA Statistics for POSS Compounds 1−8 after Anaerobic and Aerobic Decomposition

anaerobic decomposition aerobic decomposition

SiO2 yield SiO2 yield

POSS residue (%) approx. sub/evap loss (%) theoreticala (%) experimental (%) approx. sub/evap loss (%) theoretical (%) experimental (%)

1 1.2 98.8 0.6 0.6 95.2 2.2 1.8
2 58.7 21.7 34.8 34.8 9.8 40.1 40.2
3 14.0 82.0 8.0 7.5 58.5 18.4 18.4
4 21.7 69.0 13.2 14.0 58.0 17.8 19.2
5 8.7 91.1 3.7 6.3 67.0 13.7 13.7
6 2.4 89.9 4.2 2.1 0.0 42.0 41.1
7 4.5 88.7 4.3 4.1 0.0 38.3 38.7
8 28.6 58.9 13.8 16.8 11.6 29.7 29.2

aTheoretical yield based on oxidation of residual POSS cage content after sublimation/evaporation.

Figure 8. TGA mass loss and mass loss rate profiles of compound 2 at
different heating rates under anaerobic conditions.

The Journal of Physical Chemistry C Article
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naphthalene is also detected, although of expectedly weaker
intensity due to its mass fraction in 2, as evidenced by m/z
detection in the ranges of 61−64, 98−103, and 126−129.
Detection of benzene in the m/z 73−79 is also expected due to
naphthalene decomposition in the ionization current but only
increases the intensity of m/z detected in that region for
benzene originating from cleavage of phenyl groups.
To explore thermally induced degradation of POSS in the

solid state, FTIR was employed to study the evolution of 2
during heat treatment at various temperatures in both nitrogen
and air. Unique samples were exposed to a prescribed
temperature and atmosphere until mass equilibrium was
achieved (generally ∼10 min) in the TGA furnace. The
resulting residues were coground with KBr, pelletized, and
analyzed in terms of IR wavelength absorbance.
Photographs of the samples in their pans subsequent to heat

treatment in nitrogen are shown in Figure 10, adjacent to their
corresponding FTIR absorption spectra. The material appears
unchanged after treatment at 300 °C and appears to have
flowed and consolidated after exposure to 400 °C. An amber
discoloration transpires during the 600 °C soak, followed by
substantial darkening during exposure to the final two
temperatures. Key absorption bands are labeled on the spectra
corresponding to virgin 2. From highest to lowest wavenumber,
these bands as labeled in the figure include (1) C−H phenyl
asymmetric stretching at 3050 cm−1, (2) aromatic CC
asymmetric stretching at 1600 cm−1, (3) Si-phenyl deformation
at 1137 and 1432 cm−1, (4) Si−O deformation at 1100 cm−1,
(5) aromatic C−H bending at 700 cm−1, and (6) Si−O−Si out-
of-plane bending at 500 cm−1. No changes are detected in the
spectra of 2 after annealing at 400 °C in comparison with the
spectra of virgin material. A gradual attenuation of the bands
corresponding to Si-phenyl deformation takes place, with
increasing temperature until a peak is no longer witnessed at
1432 cm−1 after 700 °C. The peak corresponding to aromatic

CC stretching broadens, while the peaks attributed to
aromatic C−H bending and stretching diminish in intensity
with increasing soak temperature. Finally, the peaks originating
from Si−O cage deformation and Si−O−Si out-of-plane
bending broaden significantly, suggesting loss of cage integrity
and formation of an amorphous Si−O lattice structure. The
evolution of the organic peaks also suggests that free aromatic
carbonaceous material exists in the char residue after the 700
°C soak. TGA analysis revealed that ∼25% of the char residue
is organic in character.
Analogous information pertaining to heat treatment of 2 in

air at different temperatures is offered in Figure 11. In this case,

the powder again flows and consolidates between 300 and 400
°C. However, in this case, discoloration occurs earlier at 400
°C, with gradual darkening occurring to 600 °C. Above this
temperature, the residue is completely white, insinuating pure
SiO2. In air, absorbance peaks 1−3 and 5, resulting from the
organic fraction, diminish in intensity to 600 °C, after which
peaks attributed to absorption of SiO bonds in silicon dioxide,

Figure 9. Two-dimensional mass spectrometry representation of the
detected intensities of the decomposition products of 2 as a function
of TGA furnace temperature. The amu spectrum is 1−199 m/z. The
overlay curves are TGA mass loss (above) and mass loss rate (below).

Figure 10. FTIR spectra of 2 after heat treatment for 30 min at
increasing temperatures in anaerobic conditions. A new sample was
used for each heat treatment experiment.

Figure 11. FTIR spectra of 2 after heat treatment for 30 min at
increasing temperatures in air. A new sample was used for each heat
treatment experiment.
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including the stretching mode at 1070 cm−1, a rocking mode at
450 cm−1, and a bending mode at 810 cm−1, appear and
increase in intensity. At and above 700 °C, there is no evidence
of absorption by organic bonds in the residue.
On the basis of the FTIR spectra, it appears that thermal

decomposition of 2 occurs primarily through homolytic
cleavage of the phenyl−silicon and naphthyl−silicon bonds.
The fate of cleaved aromatic radicals depends on the
atmosphere. In an inert environment, cleaved radicals can
react with each other to form a carbonaceous phase, which
ultimately remains in the char, while other radicals through
proton abstraction form gaseous benzene and naphthalene,
which was strongly detected during the second TGA mass loss
event as measured by mass spectrometry. In an oxidizing
atmosphere, on the other hand, aromatic radicals are
completely oxidized evacuating the pyrolyzing residue in the
gaseous phase. The remaining SiO is converted to SiO2 as
suggested by the quantitative mass balance treatment of the
TGA data as well as the FTIR spectra.
The dependence of molar specific heat capacity (Cn) on

temperature for 1−8, measured by MDSC, is plotted in Figure
12 in the range 20−100 °C. Results were consistent across four

runs using different samples. Specific heat capacities at 25 °C
range from 0.81 J g−1 K−1 for 4 to 1.27 J g−1 K−1 for 7. These
values are expectedly greater than that of fused silica (0.70 J g−1

K−1) due to the POSS core structure and organic periphery,
which compromise atom density in relation to SiO2. Molar heat
capacities range from 860 to 1560 J mol−1 K−1 for 4 and 7,
respectively. Overall, the nature of the periphery appears to play
a significant role due to the observed variation in Cn.
For the symmetric POSS compounds, 7 demonstrates the

highest heat capacity across the given temperature range,
followed in descending order by 8, 1, and 6. The slopes of 6
and 7 are noticeably greater than those of the other
compounds, and these materials are differentiated by the
presence of alkyl spacers between the inorganic core and the
peripherally terminating phenyl groups. The flexibility in these
spacers results in a greater dependence of heat capacity on
temperature due to an additional thermally activated peripheral
group bending mode beyond only the pure rotation available to
the other aryl groups.

For the asymmetric compounds, 3 and 5 exhibit the highest
heat capacities and are relatively similar across the entire
temperature range, with that of 5 being greater. In contrast, the
molar heat capacities of 2 and 4 demonstrate the lowest molar
heat capacities of all eight compounds and are nearly identical.
An explanation is presented in the next section.
To ascertain the geometric effects of the aryl periphery on

POSS assembly, XRD was conducted. The objective of single-
crystal XRD was to discern atomic packing fractions and
theoretical densities, while powder XRD was used to determine
average cage-to-cage distances. To clarify, powder XRD was
performed on materials representative of their morphological
states after synthesis, which were likewise used for thermal
characterization. Only substantive stable crystals of 1, 4, 5, and
8 were successfully solution grown. Their crystal structures
were resolved and will be described in greater detail in a
forthcoming paper. All demonstrate triclinic unit cells. As
expected, increasing the size of aryl group increases unit cell
volumes as shown in Table 2. Additionally, Table 1 presents the

theoretical density values obtained from the Mercury software,
as well as the atomic packing factors (APFs) calculated based
on the simplifying assumption that each atom within the unit
cell occupies 1 Å3. The unit cells of these four compounds
revealed the presence of solvent molecules in all cases.
However, the number of solvent molecules within the unit
cells varied because the size and distribution of regions of free
volume contrasted for the four crystal structures. Because the
single-crystal structures may not represent the states of the
POSS molecules resulting from their syntheses and to gain
further information, two cases are presented in Table 2. The
theoretical densities and APFs are reported for the resolved
unit cells containing solvent and with the solvent molecules
removed. With solvent present, the APFs for 5 and 8 are
artificially greater than that of 1 and 4 due to the greater
number of solvent molecules present in the latter two.
However, when only the atoms pertaining to the POSS
molecules are considered in the calculations, the APFs and
theoretical densities are quite similar for all four compounds.
Further qualitative examination of the crystal packing of 1, 4,

5, and 8 reveals the presence of attractive aromatic interactions
between adjacent molecules. Schematics of these interactions
extracted from the expanded crystal packing of the unit cells of
1, 4, and 8 are depicted in Figure 13. For 1, two types of
interactions are prevalent, characterized by both offset parallel
and T-shaped stacking beyond the van der Waals radius of
carbon. These range in atomic distance between 3.65 and 3.90
Å, which is less than that experimentally found for benzene
dimers in the gas phase.31 Compound 8 exhibits only offset
parallel interactions between a fraction of the 1-naphthyl
moieties at distances between 3.28 and 3.36 Å. For 4,
phenanthrene groups from adjacent POSS molecules also

Figure 12. Molar heat capacities (Cn) for compounds 1−8 plotted
against temperature determined from the reversible component of
MDSC.

Table 2. Statistics for the Unit Cells Determined from
Single-Crystal XRD of the POSS Compounds That Yielded
Stable, Solution Grown Crystals

with solvent solvent removed

POSS V (Å3) Z ρ (g cm−3) APF ρ (g cm−3) APF

1 (C6H12) 1390 1 1.24 0.82 1.24 0.79
4 (CHCl3) 3041 2 1.42 0.82 1.24 0.79
5 (THF) 3208 2 1.29 0.92 1.20 0.76
8 (THF) 3983 2 1.25 0.91 1.20 0.78
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participate in offset parallel interactions at a consistent distance
of 3.5 Å, while no other aromatic interactions between the
majority phenyl groups are evident. The overall packing and
locations of pyrenyl groups for 5 are similar to 4 (illustration
not shown) with weak short-range interactions between the
pyrenyl groups occurring at slightly greater distances than those
witnessed in 4. The relatively high degree of aromatic
interactions observed in the molecular packing structure of 1
likely contributes to the high macroscopic binding energy of its
crystals prevalent in its commercial form.
Powder XRD spectra for 1−5 and 8 as a function of Bragg

angle 2θ and corresponding d-spacings are shown in Figure 14.

Each compound demonstrates semicrystalline behavior due to
the appearance of scattering peaks, which are somewhat broad
due to the efficiency of the detector, but are nonetheless
distinct. Peaks of highest intensity are located in the region
between 6 and 10°. Scattering in this region emanates from
electron density periodicity corresponding to the distance
between the faces of adjacent POSS cages. Transformation of
the 2θ to distance reveals a broad peak centered at 10.8 Å for 1,
in agreement with the averaged principal unit cell axes a and c
observed from single-crystal XRD, and 12.4 Å for 8, also in
agreement with the averaged principal unit cell axes a and b.
Because of limitations of the detector, scattered radiation

emanating from electron periodicity in the c-axis for 8 at 16.35
Å cannot be resolved. However, a peak with maximum at 13 Å
for 1 may be attributed to periodicity along the b crystallo-
graphic direction. The two scattering peak maxima for 4,
located at 10.77 and 11.73 Å, are not in as good agreement with
the a- and b-axes, possibly due to different crystal forms
manifested during synthesis, as opposed to those from the
longer, more controlled solution conditions that were used to
generate single crystals. This discrepancy may arise from kinetic
effects of molecular asymmetry during assembly. Likewise, for
5, only scattering intensity corresponding to periodicity along
the b-axis is in agreement with that determined from single-
crystal XRD.
Comparison of the peaks corresponding to assumed average

cage-to-cage distances for 1−5 and 8, based on this analysis,
reveals a trend. Arrows indicating averages are also shown in
Figure 14. As expected, 1 exhibits the shortest average cage-to-
cage distance, while that of 8, whose structure possesses 1-
naphthyl groups at every silicon vertex, demonstrates the
largest. Examination of the spectra collected from corner-
capped compounds 2−5 further elucidates a relationship
between the averaged cage-to-cage distance and the geometric
size of the corner cap: 1-pyrenyl ∼ 9-phenanthrenyl > 2-
naphthyl ∼ 1-naphthyl.

■ DISCUSSION

Solid−liquid transition determination for compounds 1−5 by
standard DSC revealed intriguing results. Specifically, that 1,
despite its symmetry, did not exhibit a melting point, while
asymmetric compounds 4 and 5 conversely showed strong,
sharp transitions above 400 °C. Characterization of these
compounds was performed on powder in states resulting from
their syntheses. During the product isolation step, POSS−THF
solutions were slowly added dropwise to methanol to promote
precipitation. POSS assembly is expected to be quite rapid
during this process, resulting in local regions containing
amorphous, crystalline, or semicrystalline character. Because
of the propensity for the phenyl groups of 1 to participate in
aromatic interactions as elucidated by single-crystal XRD, it is
possible that this interplay impedes a high degree of cage
ordering during precipitation. Referring back to Figure 14,
strong X-ray scattering peaks in the spectra for 1 in the d-
spacing range of 3.5−4 Å support the presence of aromatic
stacking interactions in powder form. Alternatively, the
observance of both T-shaped and parallel displaced aromatic
interactions, combined with efficient POSS packing, may result
in crystal binding energy that prevents a solid-melt transition
from occurring prior to thermally induced degradation. This is
less likely because 1 appears to completely sublimate rapidly at

Figure 13. Schematics of aromatic interactions between adjacent POSS molecules extracted from the unit cell crystal packing of 1 (left), 4 (center),
and 8 (right). Atoms are color coded as follows: Si (blue), O (red), and C (charcoal). Hydrogen atoms are omitted for clarity.

Figure 14. Powder XRD spectra for compounds 1−5 and 8 as a
function of d-spacing and 2θ. The arrows indicate averaged cage-to-
cage distance calculated from the relevant scattering peaks.
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∼400 °C, according to TGA. The sharp melting endotherms
corresponding to asymmetric compounds 4 and 5 are also not
intuitive. Enhanced crystallization of these compounds may be
attributed to the larger corner groups, which may guide the
formation of enhanced crystallinity due to their higher potential
for genuine π−π interactions, recently computationally shown
to occur for aromatic ring structures containing 11 or more
carbon atoms.32 This phenomenon is further supported by
recalling that 2 and 3 exhibited relatively weak melting
endotherms, as compared to 4 and 5. Also noteworthy, the
compounds that exhibit sharp endotherms by DSC demon-
strate multiple peaks in their X-ray scattering spectra in the d-
spacing range of 10−13 Å, likely indicating a higher degree of
three-dimensional order.
The mass loss profiles by TGA in nitrogen, as well as the

measured molar heat capacities of all of the studied compounds,
illustrated surprisingly contrasting behaviors of compounds 1−
5, despite possessing similar peripheries. Again, rapid
sublimation of 1 may be explained by a lack of significant
crystallinity as discussed previously. Compounds 2 and 3 each
possess naphthyl corner caps, differing only in their isomeric
connectivity to the core. The magnitude of the first
volatilization mass loss events and coincidentally the molar
heat capacity of 3 are much greater than those of 2. Increasing
the temperature of POSS is expected to induce excitation of the
peripheral groups. For most of the compounds studied, the
majority of aryl groups possess only one degree of freedom in
terms of their ability for motion, namely, rotation about the
covalent Si−C bond. Compounds 6 and 7, due to the presence
of alkyl spacers between the cage and the exterior phenyl
groups, retain an additional degree of freedom due to their
ability to translate in three-dimensional space. During thermal
excitation, the rotational inertia is greater for moieties of higher
molecular mass but is also dependent on the squared distance
of molecular mass from the axis of rotation. On the basis of
these principals, the rotational inertia of the 1-naphthyl group
in 2 should be greater than those of 2-naphthyl in 3 and similar
to 9-phenanthrenyl in 4. The measured molar heat capacities
do not reflect this assumption. Compounds 2 and 4 exhibit
similar molar heat capacities, which are relatively low, and their
corner-cap groups possess the same type of connectivity to the
core. This connectivity is expected to limit rotation due to
electronic density barriers imposed by surrounding phenyl
groups. Therefore, the heat capacities of 2 and 4 are relatively
low due to sterically influenced excitation of the corner-capping
groups. Compounds 3 and 5, on the other hand, display

relatively high heat capacity values. In this case, because of the
similar nature of the connectivity of the 2-naphthyl and 9-
pyrenyl groups to the core, these groups should have lower
barriers to rotation and therefore be susceptible to greater
excitation, resulting in higher heat capacities. The heat capacity
of 5 is expectedly greater than that of 3 due to the higher molar
mass of the pyrenyl group with a similar mass radius relative to
the axis of rotation. This theory appears to explain the
magnitudes of the heat capacities for the remaining
compounds, with 1 exhibiting a greater heat capacity than 2
and 4, because all phenyl groups can rotate during excitation,
but less than 3 and 5 due to the greater molar masses of their
corner-cap groups. Compound 8 expectedly demonstrates a
greater heat capacity than 5, while 7 exhibits the highest heat
capacity due to its additional degree of translational freedom.
An illustration of peripheral group rotation for 1, 4, 5, and 8 is
shown in Figure 15, where associated volumes resulting from
revolution are shown. The close proximities of the objects
resulting from group rotation in 4, 5, and 8 are expected to
result in sterically limited rotation or the necessity for
cooperative rotational motion between the neighboring groups.
We extend this theory to the observed TGA mass loss

profiles of 2−5. Thermally induced rotational excitation of the
peripheral groups requires volume. As such, the size of the
volumetric ellipsoid created by group rotation is dictated by the
geometry and connectivity of the involved group as well as local
steric effects. Therefore, geometrically larger aryl peripheries
should increase the propensity for the molecule to escape by
sublimation/evaporation during heating, since free volume
development concomitant with thermally induced excitation is
expected to be greater. This theory could explain the contrast in
first event mass losses between 2 and 3 despite their similarities
in functionality. The greater potential degree of corner-cap
excitation and associated spatial requirements of the 2-naphthyl
moieties relative to 1-naphthyl groups could contribute to a
higher propensity for thermally initiated evaporation/sublima-
tion. In this case, the nature of the connectivity is postulated to
affect rotational potential.
The exception to this theory is the mass loss profile of 8. To

further study this, we revisit our TGA results. Figure 16
presents data pertaining to 10 wt % decomposition temper-
atures by TGA, as a function of POSS periphery and molecular
weight, for a wide range of POSS molecules, including those
that are the focus of this study. The aliphatic POSS data used to
assimilate this plot originate from Fina et al.19 and Bolln et al.21

and, to some extent, has been reproduced with similar results in

Figure 15. Graphical representation of thermally induced peripheral group rotation for 1, 4, 5, and 8, illustrating required volume occupation of
neighboring chemical moieties. The atom locations were obtained from single-crystal XRD.
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our laboratory. Compounds featuring peripheries consisting of
hydrogen, methyl, and ethyl groups, respectively, undergo
complete sublimation at increasing temperature with molecular
weight. No phase transitions are detected for these materials by
DSC. Contrastingly, POSS molecules with alkyl peripheries of
3−9 carbon atoms in length undergo mass loss via evaporation
above their melting points. Ten percent mass loss temperatures
(designated by the variable Td10) for these compounds follow a
trend fitted to a second order polynomial with R2 = 0.99,
proceeding accordingly with increasing molecular weight.
Overall, POSS crystallization is facilitated by alkyl group size
due to an increasing propensity for peripheral interactions and
alignment with increasing chain length. Sublimative and
evaporative mass losses are dictated by molecular weight,
with higher mass requiring more energy to volatilize.

For the aryl POSS compounds, 6 and 7 fall on the second
order polynomial determined from Td10 values for the
peripherally aliphatic compounds. Compound 8, on the other
hand, does not fall on this curve despite demonstrating a
melting point at 348 °C. This outlying behavior could be due to
adjacent molecule peripheral interactions between 1-naphthyl
groups suppressing more substantial volatility prior to chemical
degradation. Corner-capped compounds 1−5, as presented
earlier, undergo an initial mass loss event characterized by
sublimation or evaporation. These compounds also do not fall
on the fitted polynomial but are clustered together exhibiting
similar Td10 values for their calculated molecular weights.
Classification of purely aryl POSS compounds using this
methodology likely has little meaning due to their complex
interactions, mass loss behavior, and relative thermal stability.

■ SUMMARY
Investigation of the molecular packing and thermal properties
of eight aryl-functionalized POSS compounds revealed that
despite possessing structurally similar peripheries in most cases,
the geometry of the organic corona profoundly influences
crystallization behavior, thermally induced mass loss and

degradation, and interactions between neighboring molecules.
Interestingly, although the periphery was found to affect unit
cell dimensions resolved from the XRD of single crystals, APFs
and theoretical densities were calculated to be similar in the
absence of solvent molecules. Solution-born crystals were found
to derive structural stability with solvent molecules contained
within the unit cells, their location and population dictated by
free volume distribution. Multiple types of aromatic inter-
actions were observed and are postulated to guide crystal-
lization for peripheral groups exceeding a threshold carbon
content, such as those of phenanthrene and pyrene. In this case,
genuine π−π interactions appear to facilitate nonintuitive
assembly of peripherally asymmetric POSS compounds, leading
to the observation of intense solid−liquid transitions. In
presumably less ordered synthetic powders, the geometry of the
periphery affects averaged cage-to-cage distances. TGA revealed
that mass loss is affected by both peripheral architecture and
atmospheric environment. In most cases, mass loss is shown to
occur via a two step process, which is generally accelerated in
an oxidative environment. Through the application of a mass
balance technique, loss was shown to proceed through
volatilization processes in the first step, while at higher
temperatures, chemical degradation was determined to be the
dominant mechanism. TGA-interfaced mass spectrometry
revealed that purely aryl POSS compounds, in an inert
atmosphere, are principally chemically robust to ∼500 °C,
where scission of organic groups from the core is the prevalent
degradation mechanism. POSS molecules possessing alkyl
spacers between their core and phenyl groups exhibit relatively
low melting points at the expense of thermal stability. A
complex dependence of measured molar heat capacity on
peripheral architecture was also uncovered. This may be
influenced by the nature of peripheral group connectivity to the
POSS cage, as well as available degrees of freedom and required
rotational inertia for thermally activated peripheral group
excitation. Our results suggest that peripheral group rotation
significantly influences the heat capacity and volatility of
assembled POSS molecules in the solid state. Finally, aryl POSS
compounds were found to exhibit more complicated mass loss
behavior than their alkyl counterparts, which generally boil
according to their molecular weights. This complex behavior is
attributed to aromatic interactions between POSS molecules
coupled with their relatively high thermal stability.
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